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Manufacturer has probed pads on rows A and D





2 Sets of deeper parallel scratches
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Edge chipping <40um


Minor light scratching worse in corners.





“Minor” is used to describe a fault which is in no way a failure.


“Contamination” is matter which has wet the detector surface.


A “Scratch” is a result of mechanical damage to the detector surface.


An “edge chip” or “crack”is an fault to the cut edge of the wafer .  The measurement given is the distace that the chip or crack extends


perpedicular to the wafer edge.  





Scratch pads





Scratch pads
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Minor contamination x 2














